Intertek

TEST REPORT NUMBER : TSNH00025822

APPLICANT : JINAN HFZT ELECTRONIC CO.,LTD. DATE : NOV 17, 2008
NO. 978, TIANCHEN STREET,JINAN HIGH-TECH
DEVELOPMENT ZONE, JINAN, CHINA
ATTN : LIU SHUANGSHUANG

SAMPLE DESCRIPTION:

ONE (1) SUBMITTED SAMPLE SAID TO BE:

ITEM NAME . ZENER DIODE/SWITCHING DIODE/DIACS.

PACKAGE :LL34/LL41/D035/D041/D034.

TEST COMPONENT :BODY EXCLUDING METAL PIN.

AS PER THE CLIENT’S REQUEST,ONLY THE SAMPLE WITH ITEM NAME:

‘ZENER DIODE, PACKAGE:DO35" WAS TESTED,AND THE TESTED

COMPONENT WAS TESTED AS A WHOLE.
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TESTS CONDUCTED:

AS REQUESTED BY THE APPLICANT, FOR DETAILS REFER TO ATTACHED PAGE (S)

*************************************************‘k******************

TO BE CONTINUED

AUTHORIZED BY :
FOR INTERTEK TESTING SERVICES
(TIANJIN) LTD.
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TEST REPORT NUMBER : TSNH00025822

1. DETECTION OF RoHS SUBSTANCE

(A) TEST RESULT SUMMARY:

TESTING ITEM RESULT
CADMIUM (Cd) CONTENT (ppm) 2
LEAD (Pb) CONTENT (ppm) ND
MERCURY (Hg) CONTENT (ppm) ND
CHROMIUM VI (Cr®) CONTENT (ppm) ND
(FOR NON-METAL)

POLYBROMINATED BIPHENYLS (PBBs) (ppm)

MONOBROMINATED BIPHENYLS (MonoBB) , ND
DIBROMINATED BIPHENYLS (DiBB) ND
TRIBROMINATED BIPHENYLS (TriBB) ND
TETRABROMINATED BIPHENYLS (TetraBB) ND
PENTABROMINATED BIPHENYLS (PentaBB) ND
HEXABROMINATED BIPHENYLS (HexaBB) ND
HEPTABROMINATED BIPHENYLS (HeptaBB) ND
OCTABROMINATED BIPHENYLS (OctaBB) ND
NONABROMINATED BIPHENYLS (NonaBB) ND
DECABROMINATED BIPHENYL (DecaBB) ND
SUM OF PBBs ND
POLYBROMINATED DIPHENYL ETHERS (PBDEs) (ppm)

MONOBROMINATED DIPHENYL ETHERS (MonoBDE) ND
DIBROMINATED DIPHENYL ETHERS (DiBDE) ND
TRIBROMINATED DIPHENYL ETHERS (TriBDE) ND
TETRABROMINATED DIPHENYL ETHERS (TetraBDE) ND
PENTABROMINATED DIPHENYL ETHERS (PentaBDE) ND
HEXABROMINATED DIPHENYL ETHERS (HexaBDE) ND
HEPTABROMINATED DIPHENYL ETHERS (HeptaBDE) ND
OCTABROMINATED DIPHENYL ETHERS (OctaBDE) ND
NONABROMINATED DIPHENYL ETHERS (NonaBDE) ND
DECABROMINATED DIPHENYL ETHER (DecaBDE) ND
SUM OF PBDEs (MonoBDE TO DecaBDE) ND
REMARKS :

ppm = PARTS PER MILLION = mg/kg
ND = NOT DETECTED
> = MORE THAN
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